S

Jiangsu New Horizon Testing, Inspection and Certification Co., Ltd.
No.1188,Xierhuan Road,Shengze Wujiang
Tel: +86-512-63525197
Email: jezx@shgroup.cn
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JIANGSU NEW HORIZON TESTING, INSPECTION AND
CERTIFICATION CO., LTD.
TEST REPORT

Report No.: SH-WS 2024-001073

Applicant P.W. GRANT
Address /
CONTACT: Sarah
TEL 13771675049
DESCRIPTION One Piece of White Softshell(View Picture x50cm)
Manufacturer / Supplier /
Sample Manufacturer
Information Addreds / PO No./Order No. |202302-07
Style No. 16A-P-116-52-9 Contract No. /
Art No. / Invoice No. /
Buyer / Materials Name / y,
Brand / Materials No. /

Sample State

Meet Inspection Testing Requirement

Submit Inspection

Test Type Testi Received Date |2024/01/20 Testing Date 2024/01/20-2024/01/24
esting
Test Address
Temperature:Meet Standard Humidity:Meet Standard
And Address:Company i
" Requirements Requirements
Conditions
Test Standard |-—-
Test Results /
Note /

Scan to check

authenticity

CHECKED BY

o B

DATE

Statement:

1. If there is any objection to the inspection results, it shall be submitted to the inspection organization within 15 days from the date of receiving the report. 2. The report is

invalid under the following circumstances: a) There is no special seal for inspection of the inspection organization in the report; b) The report is not signed; c) Report alteration;
d) The report is incomplete. 3. The report shall not be partially copied without the approval of the inspection organization. 4. Unless required by the customer, the uncertainty of
the measurement results will not be considered in the test results and conformity determination of this report. 5. The information identified by the client in the report is provided
by the client, and the inspection organization is not responsible for its authenticity. 6. Only responsible for the samples.
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Report No.: SH-WS 2024-001073

Sample Description/Result Summary
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Sample No. Tested Sample/Part Description
A White
. Sample Technical
No. [ Test Item(Unit) Test Method ; Test Result Conclusion
No. Requirement
Water Vapour
JIS L 1099:2021 B-1
1 Transmission of : A - 16604 ---
. (Potassium Acetate Method)
Fabric(g/(m*.d))
Photo of Sample
— = = 4 k
*** End of Report ***

Statement:

1. If there is any objection to the inspection results, it shall be submitted to the inspection organization within 15 days from the date of receiving the report. 2. The report is

invalid under the following circumstances: a) There is no special seal for inspection of the inspection organization in the report; b) The report is not signed; ¢) Report alteration;
d) The report is incomplete. 3. The report shall not be partially copied without the approval of the inspection organization. 4. Unless required by the customer, the uncertainty of
the measurement results will not be considered in the test results and conformity determination of this report. 5. The information identified by the client in the report is provided
by the client, and the inspection organization is not responsible for its authenticity. 6. Only responsible for the samples.
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